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Distribution of exchange energy in a bond-alternatingSÄ1 quantum spin chain
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The quasi-one-dimensional bond-alternatingS51 quantum antiferromagnet @Ni(N,N8-bis~3-
aminopropyl!propane-1,3-diamine(m-NO2)]ClO4 ~NTENP! is studied by single-crystal inelastic neutron scat-
tering. Parameters of the measured dispersion relation for magnetic excitations are compared to existing
numerical results and used to determine the magnitude of bond-strength alternation. The measured neutron-
scattering intensities are also analyzed, using the first-moment sum rules for the magnetic dynamic structure
factor, to directly determine the modulation of ground-state exchange energies. These independently deter-
mined modulation parameters characterize the level of spin dimerization in NTENP. First-principles density-
matrix renormalization-group calculations are used to study the relation between these two quantities.

DOI: 10.1103/PhysRevB.69.144417 PACS number~s!: 75.10.Pq, 75.40.Gb, 75.40.Mg, 75.30.Ds
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I. INTRODUCTION

Integral antiferromagnetic~AF! spin chains are bes
known for having an exotic spin-liquid ground state with
characteristic gap in the magnetic excitation spectrum.1,2 The
Haldane gap has been subject to intensive theoretical
experimental studies for the last two decades, and is by
very well characterized and understood. The spin-wave fu
tion of the Haldane ground state is not known exactly, bu
similar to the easy to visualize valence bond solid~VBS!
state.3 The latter is constructed by representing eachS51
spin as two separateS51/2 spins, binding pairs of these int
antiferromagnetic dimers for each exchange bond, and
jecting the resulting state back onto the subspace wherSi

2

52 on each site. This wave function is the exact ground s
of the Affleck-Kennedy-Lieb-Tasaki model,4 and is sche-
matically shown in the left inset of Fig. 1. Each exchan
link carries exactly one valence bond, and the periodicity
the underlying crystal lattice remains intact. Considera
less attention has been given to adifferent quantum spin-
liquid ground state that is realized in integral spin cha
with alternating exchange interactions. As the alternation
rameterd5(J12J2)/(J11J2) deviates from zero~uniform
chain!, the energy gapD decreases and closes at some cr
cal valueudu5dc'0.26,5–11 as illustrated in Fig. 1. Furthe
increasingudu beyond this quantum-critical point reopens t
spin gap. The ground state is then no longer the Hald
state, but, instead, a dimerized one. The corresponding
lence bond wave function is shown in the right inset in F
1. It contains two valence bonds on each strong link a
none at all on the weaker ones.

The two gapped quantum phases differ by their ‘‘hidde
symmetries.9,12 The Haldane state is characterized by a n
vanishing expectation value for the antiferromagnetic str
order parameter,13 related to a breaking of a nonlocalZ2
3Z2 symmetry.12 This order parameter vanishes in th
dimerized phase, whereZ23Z2 remains completely
intact.9,12 The highly nonlocal multispin-correlation functio
that defines antiferromagnetic strings cannot be expre
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through the usual pair spin-correlation functions^Si
(a)(0)

3^Sj
(a)(t)&. As a result, the hidden string order cannot

directly observed in scattering or other types of experime
In fact, one does not expect anyqualitative differences in
observable spin-correlation functions of alternatingS51
chains with similar gap energies on different sides of
phase diagram. Distinguishing the two phases in a reaS
51 alternating-chain compound is therefore a challeng
task, involving a careful quantitative analysis of the data.

A model alternatingS51 chain material suitable for ex
perimental studies was discovered only recently.14 This com-
pound is @Ni(N,N8-bis~3-aminopropyl!propane-1,3-diamine
(m-NO2)]ClO4, NTENP for short, is structurally similar to
well-known Haldane-gap systems NENP15 and NDMAP.16,17

Unlike the latter, NTENP features a distinctive alternation
short and long bonds in the antiferromagneticS51 Ni21

FIG. 1. Field dependence of energy gap in a bond-alterna
S51 quantum antiferromagnet, based on numerical results
Yamamoto, Ref. 7. A quantum-critical point~dashed line! separates
the Haldane phase, similar to the VBS state~left inset! from the
dimerized state~right inset!. The possible location of NTENP is
indicated by the thin horizontal line.
©2004 The American Physical Society17-1
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chains.18 Extensive bulk measurements on NTENP were p
formed by Narumiet al.and are reported in Ref. 14. Susce
tibility data14,18 show that in NTENPD/J'0.4, almost the
same as in a Haldane spin chain.19 Anisotropy effects aside
on the simplified phase diagram of an alternatingS51
chain7 shown in Fig. 1 NTENP must be located somewhe
on the dashed horizontal line. This line crosses the theo
cal curve forD(d) twice: atd,dc ~near the Haldane poin
d50) and atd'0.40.dc . Bulk measurements cannot d
rectly probe themicroscopicalternation parameterd. Never-
theless, Hagiwaraet al.were able to conclude that NTENP
in the dimerized phase based on indirect evidence, nam
the behavior of nonmagnetic impurities in this materia14

The main purpose of the present work is to use a microsc
probe ~inelastic neutron scattering! to directly measure ex-
change alternation and other crucial parameters ofundoped
NTENP. Our experimental findings are discussed in comp
son with first-principles density-matrix renormalizatio
group ~DMRG! calculations.

II. EXPERIMENTAL APPROACH

Before describing the actual neutron-scattering exp
ments performed as part of this study, we shall discuss
measurement strategies. In particular, we need to iden
those measurable physical quantities that are most sens
to the effect of bond alternation.

A. Structural consideration

The triclinic crystal structure of NTENP is visualized
Fig. 2.14,20 The S51 chains are composed of Ni21 ions oc-
tahedrally coordinated in an organic environment. The cha
run along thea axis, one chain per unit cell. While all Ni21

sites are crystallographically equivalent, the Ni-Ni distanc
within the chains alternate betweend154.28 Å and d2
54.86 Å. Intrachain Ni-Ni links are covalent and pa
through structurally disordered NO2 groups. Interchain inter-
actions are of van der Waals nature and therefore m
weaker. The crystallographic symmetry is low, space gro
P1̄. The lattice constants at room temperature area
510.75 Å, b59.41 Å, c58.79 Å, a595.52°, b
5108.98°, andg5106.83°.18 In the following discussion
we will use the following coordinate system:x is chosen
along thea* axis, z is along c, and y completes a right-
handed set of axes.

B. Model Hamiltonian and observable energy scales

A model Hamiltonian for NTENP was proposed in Re
14. In the present work we shall employ a slightly differe
but equivalent form19

Ĥ5J~12d!(
j

Ŝ2 j Ŝ2 j 111J~11d!(
j

Ŝ2 j Ŝ2 j 21

1D(
j

~Sj
(x)!2. ~1!

Interchain spin interactions are expected to be very weak
are not included in the above expression. The exchange
14441
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stant J is, itself, not directly observable experimentall
However, it can be reliably inferred from an analysis of t
measured temperature dependence of bulk susceptibility
NTENPJ'3.4 meV.14,18

A directly measurable quantity related toJ is zone-
boundary energy\vzb, defined as the minimal energy o
magnetic excitations with momentum transferqzb5p/a,
wherea is the distance between next-nearest-neighbor sp
In NTENP a is simply the lattice constant. For a uniform
~Haldane! chain withd50 numerical simulations show tha
\vzb'2.7J.21–24 It is easy to verify that\vzb52J for iso-
lated dimers (d51). The completed dependence of\vzb
was recently determined in a systematic numerical study.25 It
is important to note that unlikeD/J, \vzb/J is a monotonic
function of d, and can be used tounambiguouslydetermine
whether a particular material is in the dimerized or Halda
phases.

Another directly observable energy scale is spin-wave
locity v. Numerically,v'2.49J for a uniform chain23 and
v[0 for the other limiting case of isolatedS51 dimers. The

FIG. 2. A schematic view of the bond-alternatingS51 Ni21

chains in the triclinic crystal structure of NTENP. The equator
vertices of the Ni21 coordination octahedra are nitrogen atoms. T
octahedra are coupled via chemically disordered NO2 groups. Oxy-
gen and nitrogen atoms are shown as dark gray spheres. Light-
spheres are carbon atoms. Hydrogen atoms and intercalated4
solvent molecules are not shown. The alternation of short and l
bonds in the chains is characterized by bond vectorsd1 and d2,
respectively.
7-2
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DISTRIBUTION OF EXCHANGE ENERGY IN A BOND- . . . PHYSICAL REVIEW B 69, 144417 ~2004!
gap energiesDa for different spin polarizations are also e
perimentally accessible. For an isotropic uniform chainD
'0.41J.21–24 For isolated dimers withd51, D52J. Ac-
cording to a simple perturbation theory argument,26,27 the
polarization-averaged energy gapD̄[ 1

3 (aDa is, to a good
approximation, the same as in the isotropic system withD
50. The gap for excitations polarized along thex, y, andz
axes can then be written as

Dx5D̄12D̃,

Dz5Dy5D̄2D̃. ~2!

The observable splittingD̃ is proportional to the microscopi
anisotropy parameterD in the Hamiltonian. Numerical simu
lations indicate that for a uniform chainD̃' 2

3 D.27,28 For
isolated dimers one simply hasD̃5D. For NTENP the gap
energies can be estimated from high-field magnetiza
measurements of Narumiet al.14 The critical field at which
the gap for one of the spin polarizations is driven to zero
the Zeeman effect is given bygamBHc

(a)5ADbDg.28–30 For
NTENP Hc

(x)59.3 T, Hc
(y)'Hc

(x)512.4 T, and g52.14.
th
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This gives Dy'Dz51.15 meV andDx52.06 meV. From
this one gets D̄51.45 meV (D̄/J'0.43) and D̃
'0.3 meV (D̃/J'0.1).47

The important energy scalesD̄, \vzb, v, and D̃ can be
straightforwardly measured in inelastic neutron-scatter
experiments, by mapping out the dispersion relation of m
netic excitations. They do not, however, carry anydirect in-
formation on the level of dimerization in the system.

C. Exploiting the first-moment sum rule

Additional insight can be drawn from an analysis
neutron-scatteringintensitiesof magnetic excitations. In fact
these intensities directly relate to the strengths of individ
magnetic bonds. One way of extracting this information is
making use of the Hohenberg-Brinkman first-moment s
rule for the magnetic dynamic structure factor.31,32 This
method has been previously successfully applied to
analysis of inelastic neutron-scattering data on several o
sions: for recent examples see Refs. 33 and 34. For
Hamiltonian ~1! the sum rule, anexact expression, can be
written as32
E
2`

`

~\v!S aa~q,v!d~\v!52
1

2N
^†Ŝq

(a) ,@Ŝ2q
(a) ,Ĥ#‡&52(

b
2J1sin2~qd1/2!~12dab!^S2 j

(b)S2 j 11
(b) &

2(
b

2J2sin2~qd2/2!~12dab!^S2 j
(b)S2 j 21

(b) &22D~12dxb!@2^~Sj
(x)!2&1^~Sj

(a)!2&2S~S11!#.

~3!
e.

as
Here d1 and d2 are real-space vectors chosen along
short and long bonds in the chains, respectively, anda andb
label the coordinate axes:x, y, andz. In practice it may be
quite difficult to separately measure all three diagonal co
ponents ofS aa. Fortunately, for NTENP the ratioD/J is
only about 10%~see discussion above!, and, to a good ap
proximation, the correlatorŝS2 j

(b)S2 j 11
(b) & and^S2 j

(b)S2 j 21
(b) & are

independent of the subscriptb. The last term in Eq.~3!
scales as (D/J)2 ~Ref. 26! and can be entirely neglected
our case. Under these assumptions the sum rule becom

E
2`

`

~\v!S aa~q,v!d~\v!52
4

3
E1sin2~qd1/2!

2
4

3
E2sin2~qd2/2!. ~4!

The quantitiesE15J1^S2 jS2 j 11& and E25J2^S2 jS2 j 21& are
ground-stateexchange energiesassociated with the stron
and weak bonds, respectively. Due to the translational inv
ance, they do not depend on the site indexj.

Equation~4! directly relates the intensities measured in
inelastic neutron-scattering experiment to the modulation
exchange energy in the spin chains:
e

-

i-

f

d̃5
E12E2

E11E2
. ~5!

While certainlynot equivalent tod, d̃ is a very natural mea-
sure of the magnitude of ‘‘dimerization’’ of the ground stat
In the isotropic~Heisenberg! case ofD50 it can be directly
expressed throughd and the ground-state energyE(d)
[^H&:

d̃5K (
j

~11d!S2 jS2 j 112(
j

~12d!S2 j 21S2 j L Y E~d!

5d1~12d2!
]

]d
ln E~d!. ~6!

For practical applications Eq.~4! can be further simplified
if one assumes thesingle-mode approximation~SMA!:35

S aa~q,v!'S aa~q!d~v2vq,a!. ~7!

The sum rule for a bond-alternating chain is then written

S aa~q!'2
4

3vq
@E1sin2~qd1/2!1E2sin2~qd2/2!#. ~8!
7-3
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For isolated dimers expression~7! is exact. For a uniform
spin chain the SMA works remarkably well in most of th
Brillouin zone, especially in the vicinity of the one
dimensional~1D! AF zone center where the Haldane gap
observed.34,36,37 Near the quantum-critical point, whereD
vanishes, the SMA will fail entirely. However, for NTEN
D/J is similar to that in a uniform chain, and the SM
should still be reliable near the 1D zone centerq0 , q0(d1
1d2)52p. In this range the SMA dispersion relation can
written in the standard ‘‘relativistic’’ form

~\vq,a!25Da
21v2sin2~qa!. ~9!

D. Application to NTENP

The main experimental difficulty in using Eq.~8! to esti-
mate the ratiod̃ in NTENP is the fact that the bond vecto
d150.521a10.0246b20.0424c and d250.479a20.0246b
10.0424c are quite close in this material. Figure 3 shows
gray scale and contour plot of the effective ‘‘contrast’’ rat

C~q![
sin2~qd1/2!2sin2~qd2/2!

sin2~qd1/2!1sin2~qd2/2!
~10!

as a function of momentum transfer in the (h,0,l ) reciprocal-
space plane in NTENP. This ratio is a good measure of
sensitivity to d̃. Immediately one can see thatE1 and E2
cannot be distinguished based on the data collected at th
AF zone centers, whereC(q) vanishes. This is rather unfor
tunate, since it is at these wave vectors that the dispersiovq
is a minimum, and excitation intensity is maximized due
the 1/vq factor in Eq.~8!. A high contrast is achieved awa
from the 1D AF zone centers, and at large momentum tra
fers. However, under these conditions the magnetic sca
ing is weakened by the 1/vq coefficient and the effect o
ionic magnetic form factors. Away from the AF zone cente
the applicability of the SMA also becomes questionable.
nally, the phonon background becomes progressively im
tant at largeuqu and interferes with the measurements. In o

FIG. 3. Contrast ratioC(q) @Eq. ~10!# for distinguishing
ground-state exchange energies based on inelastic neutron in
ties as a function of momentum transfer in the (h,0,l ) reciprocal-
space plane of NTENP. The circled areas are regions of recipr
space where most of the inelastic data were measured.
14441
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experiments we have found that a reasonable comprom
between intensity, contrast, and noise level can be achie
on either side of theh53 1D zone center. Most of the dat
described in Sec. IV C below were collected in that region
reciprocal space, represented in Fig. 3 by the circled are
the lower right.

III. EXPERIMENTAL PROCEDURES

Translucent dark-purple platelike single-crystal samp
of 50% deuterated NTENP were grown in aqueous soluti
Four such crystals were coaligned in one ‘‘supersamp
with a total mass of 1.5 g and mosaic spread of 2.
Inelastic-neutron scattering experiments were performed
two different facilities. Lower-energy excitations~up to 3
meV energy transfer! were investigated using the SPIN
cold-neutron three-axis spectrometer installed at the N
Center for Neutron Research. Neutrons with a fixed fi
energyEf53.7 meV were utilized with a BeO filter after th
sample. A Pyrolitic Graphite PG~002! monochromator was
used in combination with a flat~setup I! or horizontally fo-
cusing ~setup II! PG analyzer. Additional beam collimatio
was provided by the neutron guide and (open)28082808
2(open) collimators~setup II employed a radial postsamp
collimator!. Thermal-neutron studies were performed usi
the HB-1 three-axis spectrometer installed at the High F
Isotope Reactor, Oak Ridge National Laboratory. The d
were collected withEi513.5 meV fixed-incident energy
neutrons~setup III!. PG~002! reflections were employed in
both monochromator and analyzer. A PG filter was instal
in front of the sample to eliminate higher-order beam co
tamination. Beam collimation was 4882408240822408.

The sample being only partially deuterated led to a s
stantial geometry-dependent attenuation of the neutron b
due to incoherent scattering from hydrogen nuclei. This
fect is equivalent to neutron absorption, and can be fu
compensated for using the technique described in Ref.
For every inelastic scan measured, one performs a sep
elastic scan to determine the effective neutron transmis
corrections. For every point of the ‘‘transmission’’ scan t
sample rotation and scattering angles are set exactly as in
inelastic scan. Unless a Bragg condition is accidentally s
isfied in the sample, the main contribution to scattering in
transmission scan is due to incoherent elastic processes i
sample. To a good approximation, the corresponding cr
section is isotropic and independent of neutron energy.
intensity detected in the transmission scan is therefore
rectly proportional to the neutron transmission in the samp
Normalizing the original inelastic scan by the measur
transmission correction not only gets rid of absorption
fects, but also compensates for the any geometric correct
that occur when a large asymmetric sample rotates i
finite-size neutron beam in the course of the scan. In vari
scans measured in the present work the effective trans
sion coefficient varied by roughly a factor of 2 in the cour
of each scan or between different scans.

IV. EXPERIMENTAL RESULTS

A. Gap energies: Constant-q data

The gap energies and anisotropy splitting of the excitat
triplet were accurately measured using cold-neutron setu
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DISTRIBUTION OF EXCHANGE ENERGY IN A BOND- . . . PHYSICAL REVIEW B 69, 144417 ~2004!
and II. Energy scans collected at 1D AF zone centers (1,0
@Fig. 4~a!# and (3,0,0)@Fig. 4~b!# with setup I show a single
sharp peak at about 1.2 meV energy transfer. The ba
ground for these scans was measured, point by pointq
5(1.5,0,0) and (2.5,0,0), respectively. As shown, the sc
are corrected for transmission effects. The data in Fig. 4 w
collected with the scattering vectorq directed perpendicula
to the (b,c) crystallographic plane, and therefore repres
fluctuations ofy and z spin components of the triplet. Th
resolution of the present experiment is insufficient to una
biguously resolve the gaps fory- andz-polarized modes. To
detect thex-axis spin fluctuations we performed addition
measurements with a large momentum transfer perpendic
to the chains. In the focusing-analyzer mode~setup II! the
scattering vector was at all times maintained on the (1,l )
reciprocal-space rod. For each energy transfer, the transv
momentum transferl was chosen to have the sample cha
axis parallel to the scattered-neutron beam. This geom
optimizesq resolution along the chains. The resulting scan
shown in Fig. 5. Due to the intrinsic polarization dependen
of the magnetic scattering cross section, the largest contr
tion to this scan is fromy- andx-polarized excitations. The
new feature observed at about 1.8 meV energy transfer
thus attributed tox-axis spin fluctuations.

The constant-Q scans were analyzed assuming a sim
single-mode cross section as given by Eqs.~7!–~9!. The
spin-wave velocity was fixed atv58.6 meV, as separatel
determined from the analysis of constant-E scans described
below. The usual polarization factors for unpolarized ne
trons determined the relative intensities of the in-plane
out-of-plane spin fluctuations. In addition, a magnetic fo
factor for Ni21 was explicitly included in the cross-sectio
function. The resulting model for the dynamic structure fa
tor was numerically convoluted with the spectrometer re
lution function, calculated in the Cooper-Nathans appro

FIG. 4. Inelastic scans collected at the (1,0,0) and (3,0,0)
antiferromagnetic zone centers in NTENP~symbols!. The data were
taken using a cold-neutron 3-axis spectrometer with a flat analy
The solid lines are fits to the data as described in the text.
14441
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mation. The only adjustable parameters of the model w
the gap energiesDx , Dy , and Dz and an overall intensity
scaling factor. A very good fit to the scans with zero tran
verse momentum transfer was obtained withDy5Dz
51.16(0.01), as is shown in solid lines in Fig. 4. Slight
smaller energies of the doublet were obtained by analyz
the data shown in Fig. 5. Here the gap energies were foun
be Dy5Dz51.07(0.01) andDx51.91(0.02) meV. These
values correspond to D̄51.35(2) meV and D̃
50.28(2) meV, in good agreement with bulk measureme
of Narumi et al.14 Note that the doublet appears to have
slightly lower energy atl'1.4 than atl 50. This behavior is
most likely due to a weak dispersion of excitations perp
dicular to the chain axis. The corresponding interchain c
pling constantJ8 can be estimated within the chain–random
phase approximation~chain-RPA!, as described, for example
in Sec. III of Ref. 38:

J8;
DZB

2 2DZC
2

2v
. ~11!

Here DZB and DZC are gap energies measured at thetrans-
versezone boundary and zone center, respectively. Apply
this equation to our particular case of NTENP, we getJ8
;0.01 meV andJ8/J&0.003. This value is about 25 time
smaller than the critical magnitude ofJ8 that would induce
3D ordering at low temperatures. We thus conclude that
terchain interactions, at least those along thec direction, are
not an important factor in the physics of NTENP.

B. Dispersion relation: Constant-E data

The dispersion relation for single-mode excitations
NTENP was measured in constant-E scans. In order to opti-
mize magnetic intensities~form factor! these data were col
lected around the (1,0,0) AF zone center~left circled area in

D

r.

FIG. 5. Inelastic scan at theq5(1,0,l ) 1D antiferromagnetic
zone center measured using a horizontally focusing analyzer.
heavy solid line is a fit to the data as described in the text. T
light-gray and dark-gray shaded areas represent partial cont
tions of gap excitations polarized parallel and perpendicular to
crystallographic (b,c) plane, respectively.
7-5
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A. ZHELUDEV et al. PHYSICAL REVIEW B 69, 144417 ~2004!
Fig. 3!. Typical scans are plotted in open symbols in Fig.
To take into account resolution effects, but to avoid co
straining the dispersion relation to the postulated sinuso
form, each scan wasseparatelyanalyzed using the mode
cross section described above. The adjustable paramete
each scan were an intensity prefactor and the spin-wave
locity v. The gap energies were fixed at the values de
mined using cold neutrons~see above!. Typical fits are
shown in Figs. 6~b! and 6~c! in solid lines. The dispersion
relation deduced from such fits to individual scans is plot
in open symbols in Fig. 7.

C. Exchange energy modulation and global fits

All scans described above are fairly insensitive to the d
tribution of exchange energies in the chains, due to a sm
contrast ratio at the particular wave vectors. To illustrate t
in Fig. 6~a! we have plotted peak profiles simulated usi
Eqs. ~8! and ~9!, and assumingE150 ~dashed line! or E2
50 ~dotted line!. To within the accuracy of our measure
ments, the two profiles are almost identical. A much be
contrast ~although a significantly smaller intensity! was
achieved in constant-E scans collected along the (h,0,
22.5) reciprocal-space rods aroundh53 ~right circled area

FIG. 6. Constant-E scans measured in NTENP in the vicinity o
the (1,0,0) AF zone center~symbols!. The dashed and dotted line
in ~a! are profiles simulated assuming a cross-section function

given by Eqs.~8! and~9! with d̃521 andd̃51, respectively. The
sold line in ~a! is a global fit to several scans, as described in
text. The solid lines in~b! and ~c! are fits to single scans.
14441
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FIG. 7. Measured dispersion relation of magnetic excitations
NTENP ~symbols!. Lines are the result of a global fit of a mode
cross section to the neutron data as described in the text.

FIG. 8. Constant-E scans measured in NTENP using a therm
neutron setup in the vicinity of the (3,0,22.5) AF zone center
~symbols!. All lines are as in Fig. 6~a!.
7-6



A
n
he

a
th
o

y
bl

-
al
io

E
lly
he
e
ta

ur
om

d

u

an

-
m-
ied
ical
-

is

ec-
ze

x-

d-

DISTRIBUTION OF EXCHANGE ENERGY IN A BOND- . . . PHYSICAL REVIEW B 69, 144417 ~2004!
in Fig. 3!. These data are plotted in symbols in Fig. 8.
similar constant-E scan was measured using cold neutro
and setup I, and is plotted in Fig. 9. In both figures t
dashed and dotted lines are simulations forE250 and E1
50, respectively, assumingv58.6 meV. From these dat
the strong dimerization in NTENP becomes apparent:
ground-state exchange energy is primarily concentrated
the shorter bonds.

To quantify this observation we performed aglobal fit to
the data collected in constant-E scans measured for energ
transfers up to 5 meV with setups I and III. The adjusta
parameters were two intensity scaling factors~one for each
setup!, the spin-wave velocityv and the bond-alternation
parameter d̃. Very good fits are obtained withv
58.6(1) meV andd̃50.42(10.2,20.1). The large asym
metric error bar ond̃ is unavoidable due to the technic
difficulties associated with low intensity, small contrast rat
and transmission corrections.

The simple sinusoidal dispersion curves postulated in
~9! are plotted in lines in Fig. 7 using the experimenta
determined gap energies and spin-wave velocity. At hig
energies the experimental data points clearly lie below th
curves. While it is difficult to extrapolate the experimen
result to the zone boundary, one can roughly estimate\vZB
to be smaller thanv by about 1 meV.

All physical parameters obtained for NTENP in o
neutron-scattering studies are summarized in Table I in c
parison with those obtained by Narumiet al. using bulk
techniques14 and to known exact results for uniform an
fully dimerized isotropicS51 chains.

V. NUMERICAL CALCULATIONS

In order to relate the measured exchange energy mod
tion parameterd̃ to the alternation of exchange constantsd,
14441
s

e
n

e

,

q.

r
se
l

-

la-

we performed a numerical study of the model Hamiltoni
~1!, assuming a vanishing anisotropyD50. The ground-
state energyE(d) was computed as a function ofd using the
DMRG method40–42 for a chain of 32 spins with periodic
boundary conditions. The parameterd̃ was then obtained us
ing Eq. ~6!. These results are plotted in Fig. 10. The co
puted curve is monotonic and quite smooth in the stud
domain of parameter space. Crossing the quantum-crit
point at dc'0.26 is marked only by a weak point-of
inflection-type anomaly. We recall that atdc the correlation
length diverges. However, for our particular calculation, th
does not appear to be a problem. The observable~6! is very
smooth and is not subject to significant finite-size corr
tions. It was verified that doubling of the system si
changed the results shown in Fig. 10 by less than 1%.

To justify the use of the isotropic model for computingd̃
as a function ofd, we also studied the behavior of the e

FIG. 9. Constant-E scan measured in NTENP using a col
neutron setup in the vicinity of the (3,0,22.5) AF zone center
~symbols!. All lines are as in Fig. 6~a!.
r
TABLE I. Physical parameters for the alternatingS51 chains in NTENP in comparison with those fo
uniform and fully dimerized isotropicS51 spin chains.

NTENPa NTENPb Uniform chain Isolated dimers

J 3.4 meV

D̄ 1.45 meV'0.42J 1.35(2) meV'0.40(1)J 0.41J 2J

D̃ 0.3 meV'0.1J 0.28(2) meV'0.083(6)J 2
3 D ~Refs. 27 and 28! D

v 8.6(1) meV'2.5(1)J 2.5J ~Ref. 23! 0
\vZB '7.5(5) meV52.2(1)J 2.7J ~Ref. 23! 2J

d̃[
E12E2

E11E2
0.42 0 1

d[
J12J2

J11J2
0.40 or'0c

0.37(1) or 0.06(2)d

0.30~0.05!e

0.24~20.04,10.08!f
0 1

aBulk measurements: Refs. 14 and 18.
bNeutron scattering: this work, assumingJ53.4 meV.
cFrom D̄/J with D̄ deduced from high-field magnetization data and numerical results of Ref. 7.
dFrom D̄/J with directly measuredD̄ and numerical results of Ref. 7.
eFrom \vZB /J with directly measured\vZB and numerical results of Ref. 25.
fFrom directly measuredd̃ and numerical results of this work.
7-7
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pectation value of the anisotropy term in the Hamiltoni
~1!. It was found that its contribution to the ground-sta
energy is practically independent ofd and is equal to abou
2/3D per spin.

VI. DISCUSSION

Our neutron results present opportunities to determine
magnitude of bond alternation in NTENP and to place t
material on the phase diagram. First of all,d can be esti-
mated from the gap energies. Using the numerical result
Ref. 7 and assumingJ53.4 meV,14 for D̄51.35(2) meV
one getsd50.37(1), assuming NTENP is on the dimerize
side of the phase diagram. The alternative isd50.06(2) in
the Haldane phase, and the distinction cannot be made b
on gap measurements alone.

The numerical results of the preceding section allow us
independentlyestimated based on the measured exchan
energy alternation. The experimental valued̃50.42(10.2,
20.1) corresponds tod'0.24(20.04,10.08). This value is
within 1.5s of the estimate based on the measured gap
ergy, with the assumption that NTENP is in the dimeriz
phase. Assuming that NTENP was in the Haldane phase
d50.06 would implyd̃'0.05, in considerably worse agre
ment with experiment. The error bars associated with
measurements ofd̃ are rather large, and the method itse
relies on the uncontrolled single-mode approximation. Ho
ever, when combined with gap measurements, these
clearly confirm that NTENP has a dimerized rather th
Haldane ground state. The same conclusion can be rea
by comparing the measured zone-boundary energy to
merical results of Ref. 25, according to which our expe

*Electronic address: zheludevai@ornl.gov
URL: http://neutron.ornl.gov/;zhelud/
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3I. Affleck, J. Phys.: Condens. Matter1, 3047~1989!.
4I. Affleck, T. Kennedy, E.H. Lieb, and H. Tasaki, Phys. Rev. Le

FIG. 10. Alternation of exchange energiesd̃5(E12E2)/(E1

1E2) as a function of the alternation of exchange constantsd,
computed for a 32-site bond-alternatingS51 chain with periodic
boundary conditions. The quantum phase transition atdc corre-
sponds to an inflection point on the calculated curve.
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mental estimate \vZB /J'2.2(1) corresponds to d
50.3(0.05).

It is important to emphasize that our combination expe
mental approach allows us touniquelydetermined and de-
cide whether the ground state is dimerized or not, based
measured properties of the undoped material. This elimin
a possible ambiguity associated with guessing the gro
state from the behavior of nonmagnetic impurities, as w
done in Ref. 14. The problem is that the ground states
chain fragmentsin the impurity-doped system are differen
from the ground state of defect-free chains. In particular,
the Haldane phase (d,dc) there are effective interaction
between the two liberatedS51/2 spins on the ends of eac
chain fragment.43–45 Depending on the parity of the numbe
of magnetic sites in the fragment, the interaction is antif
romagnetic or ferromagnetic.46 In the former case, the frag
ment has anonmagnetic S50 ground state and does no
produce any electron-spin resonance~ESR! signal. In odd-
length fragments, however, end-chain spins combine to fo
an S51 triplet. At sufficiently low temperature any ESR
experiment will observeS51 ~rather thanS51/2) degrees
of freedom,just like in the dimerized phase, ford.dc.

VII. CONCLUSION

In summary, we have performed a combination of inel
tic neutron-scattering measurements to determine the
characteristics of the bond-alternatingS51 quantum spin-
chain compound NTENP. The results indicate a strong
incomplete dimerization of the ground state in this mater
Future studies, perhaps using larger and fully deutera
single-crystal samples, will concentrate on features of
spectrum that are beyond the simplified single-mode pictu
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