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	WBS: ORNL-1(B)
	Title: Corrosion Resistant Coatings
	Contract No: FEAA028
	Start Date: 10/01/99
	End Date: 09/30/31
	Name: Oak Ridge National Laboratory
P.O. Box 2008
Oak Ridge, TN 37831-6063
	PI: B.L. Armstrong
	PYF: 70
	TCYC: 250
	PCYC: 320
	PC1: 27
	AC1: 25
	PC2: 54
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	MS1: ORNL-1(B)-1
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	MS3: ORNL-1(B)-3
	MS4: ORNL-1(B)-4
	MS5: ORNL-1(B)-5
	MS6: 
	MS7: 
	MS8: 
	MS9: 
	MSD1: Complete the deposition and evaluation of the second series conversion coatings designed to produce scales other than silica
	MSD2: Complete evaluation of materials tested fY2001 NETL CERF run.
	MSD3: Evaluate dip coating processing conditions for mullite as a function of coating density, coating thickness, coating adherence, and corrosion resistance.
	MSD4: Evaluate dip coating processing condition for a silicate based material other than mullite as a function of coating density, coating thickness, coating adherence, and corrosion resistance.  
	MSD5: Complete the deposition and evaluation of a new solution based conversion coatings designed to produce scales other than silica.
	MSD6: 
	MSD7: 
	MSD8: 
	MSD9: 
	DD1: 3/30/03
	RDD1: 
	CD1: 03/30/03
	DD2: 09/30/03
	DD3: 9/30/03
	DD4: 9/30/04
	DD5: 9/30/05
	DD6: 
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	RDD5: 
	RDD6: 
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	CD5: 
	CD6: 
	CD7: 
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	TH: Review:  In order to utilize the attractive properties of SiC, additional measures must be employed to protect the material from corrosive environments.  In many cases, systems are being developed that combine oxide and non-oxide ceramics to take advantage of the properties of both families of materials.  For example, oxide ceramic coatings are being deposited on SiC and silicon nitride ceramics to protect the bulk materials from corrosion.  Unfortunately, the oxide coatings do not completely prevent oxygen diffusion and thus a silica layer is formed between the substrate and the coating.  Due to a low modulus and coefficient of thermal expansion (CTE), silica is not compatible with either the coating or the substrate.  It is believed that the silica layer will continue to grow with time, albeit very slowly, and eventually cause the coating to fail and spall during thermal cycling.   This program has been investigating several approaches to improving the environmental stability of SiC and silicon based materials.  One approach that is being taken is to coat the surface of a hexaloy SiC substrate using slurry based coatings.  

Results:  Development continues on the improvement of dip coat slurry stability through the evaluation of alternative dispersants and binder systems.  Sedimentation, rheology, surface charge, and dipping (characterization of coating thickness and uniformity as a function of slurry and dip variables) experiments continue.   This quarter the behavior of aqueous suspensions comprised of mullite, doped aluminosilicates, doped rare earth silicates, and calcium aluminate particles were studied.  Zeta potential experiments were carried out in order to characterize the surface of the particles in aqueous suspension.  In addition, concentrated suspensions (~ 45 vol%) suitable for a dip-coating process were fabricated using a novel dispersant.

Evaluation of the activities and reactivity of candidate materials in controlled environments continues.  Collaboration with Peter Tortorelli (ORNL) continues.  Several candidate materials including mullite, doped alumino-silicates, rare earth or lanthanide series doped disilicates, and calcium aluminate have been fabricated and densified.  Testing continued on the calcium aluminates and the doped alumino-silicates in the microbalance/TGA.  Ted Besmann and Nagraj Kulkarni will be assisting in the thermodynamic modeling of the solid-gas phase relationship in these test condiitons.   In addition, the data that has been collected on this project and other collaborative projects will be collected and sorted into a database for future reference and publication.  

Work continued on the investigation of new or alternative coating materials.  Calcium aluminate was identified as a potential coating material system during some investigation previously this past fiscal year.    After the initial results from the microbalance, the fabrication of test bars for mechanical property evaluation before and after exposure to high temperature, thermal cycling, high temperature steam, and  salt environments was completed.   A paper summarizing the results is in-process. 

Analysis of the samples returned from the NETL/CERF run in late FY02/earlyFY03 continues.  SEM analysis of the 75% of the ceramic samples  has been completed to date.  Papers summarizing these results are in-process.
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