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	WBS: ANL-4
	Title: Development of Nondestructive Evaluation Methods for Structural and Functional Materials
	Contract No: 49640
	Start Date: 10/01/74
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	MSD1: Continue corrosion tests on advanced nickel-base alloys in presence of sulfate deposits at temps. between 650 & 800°C w/variation in deposit chemistry
	MSD2: Continue corrosion evaluation of advanced nickel-base alloys in presence of alkali sulfate/alkali chloride vapor in simulated fireside combustion environments
	MSD3: Evaluate corrosion performance of metallic and ceramic materials exposed in NETL and North Dakota coal cumbustors
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	TH: ANL-4  Corrosion and Mechanical Properties of Materials in Combustion and Mixed-Gas EnvironmentsDuring this period, corrosion testing is continued on several Fe- and Ni-base alloys in the presence of coal-ash in support of advanced steam-cycle conditions.  Experiments were completed at 725°C.  Two ash chemistries that included ash constituents, alkali sulfates and NaCl were used in the experiments.  Several of the specimens, exposed at the three temperatures of 650, 725, and 800°C, were mounted in metallographic mounts and polished.   Optically examination of the specimens is continued. Corrosion study was initiated in a steam environment at 725°C with several Fe-base alloys that have been studied under simulated coal-slag environments. The alloys selected for the tests included HR3C, HR120, Save 25, NF709, modified 800, 347 stainless steel, HCM12A, Fe3Al clad 304, 671 clad 800H, and 310TaN.  The specimens were exposed for 1850 h in an environment created by pumping water through a water pump and converting it to steam.  The specimens were periodically retrieved after every 400 h and weight changes were measured.  After 1850 h of exposure, small sections of the exposed specimens were cut for metallography examination and the remaing portions of the specimens were inserted for continued exposure.  The cut pieces of the exposed specimens were mounted and polished for metallography.  The oxide thickness and internal penetration in the substrate alloys were evaluated and the data are being analyzed. 
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