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	WBS: 01
	Title: Development of Seals for Membranes
	Contract No: 12461
	Start Date: 10/1/03
	End Date: 9/30/07
	Name: Pacific Northwest National Laboratory902 Battelle BlvdP.O. Box 999Richland WA 99352
	PI: K Scott Weil
	PYF: 360
	TCYC: 610
	PCYC: 540
	PC1: 45
	AC1: 20
	PC2: 90
	PC3: 135
	PC4: 180
	PC5: 225
	PC6: 270
	PC7: 315
	PC8: 360
	PC9: 405
	PC10: 450
	PC11: 495
	PC12: 540
	AC4: 197
	AC5: 227
	AC6: 259
	AC7: 
	AC8: 
	AC9: 
	AC10: 
	AC11: 
	AC12: 
	AC2: 67
	AC3: 144
	V1: 25
	V2: 23
	V3: -9
	V4: -17
	V5: -2
	V6: 11
	V7: 315
	V8: 360
	V9: 405
	V10: 450
	V11: 495
	V12: 540
	MS1: 3-1
	MS2: 3-2
	MS3: 3-3
	MS4: 3-4
	MS5: 
	MS6: 
	MS7: 
	MS8: 
	MS9: 
	MSD1: Investigate the use of an exothermic heat source (Al-CuO) as a means of melting the Ag-Cuo binary braze in-situ; i.e. without need of an external furnace or other heat source.
	MSD2: Complete and report on the study of the Pd-Ag-CuO filler metal system.
	MSD3: Report on the initial PNNL-Alfred University investigation into conventional braze joining of the ORNL porous gas separation tubes.
	MSD4: Complete the first round of coal gas exposure testing of a standard air braze filler metal.
	MSD5: 
	MSD6: 
	MSD7: 
	MSD8: 
	MSD9: 
	DD1: 11/30/06
	RDD1: 
	CD1: 11/15/06
	DD2: 2/28/07
	DD3: 5/31/07
	DD4: 9/30/07
	DD5: 
	DD6: 
	DD7: 
	DD8: 
	DD9: 
	RDD2: 
	RDD3: 
	RDD4: 
	RDD5: 
	RDD6: 
	RDD7: 
	RDD8: 
	RDD9: 
	CD2: 02/14/07
	CD3: 
	CD4: 
	CD5: 
	CD6: 
	CD7: 
	CD8: 
	CD9: 
	TH: Complete and report on the study of the Pd-Ag-CuO filler metal system (in completion of Milestone 3-2)As a means of increasing the use temperature of ceramic-ceramic and ceramic-metal air brazes, palladium was investigated as possible ternary addition to the currently employed silver - copper oxide system. The silver component was directly substituted with palladium to form the following series of alloys: (100-y)[(100-z)Pd - (z)Ag] - (y)CuOx where y = 0 - 34 mol% CuOx and z = 50 - 100 mol% silver and where x = 0, 0.5, or 1 respectively denotes copper metal, Cu2O, or CuO. From differential thermal analysis, it was determined that the addition of palladium causes an increase in the solidus and liquidus temperatures of the resulting Pd-Ag-CuO brazes.  In general, the liquidus was found to increase by approximately 220°C for the (100-y)(25Pd - 75Ag) - (z)CuOx filler metal compositions relative to comparable Ag-CuOx alloys. Likewise, the solidus was found to increase for these alloys, respectively by 185°C and 60°C, respectively for CuOx contents of y = 0 - 1mol% and 4 - 10 mol%. For the (100-y)(50Pd - 50Ag) - (y)CuOx alloys, the solidus increased between 280 - 390°C over a copper oxide compositional range of x = 0 to 8 mol%. It was determined from sessile drop experiments conducted on alumina substrates that in all cases the palladium causes an increase in the wetting angle relative to the corresponding binary braze. Alloy compositions of (100-y)(25Pd - 75Ag) - (y)CuOx displayed increased wetting angles of 5-20° relative to comparable binary compositions. (100-y)(50Pd - 50Ag) - (y)CuOx alloys exhibited an increase in contact angle of 10-60° and compositions containing less than 10 mol% CuOx were not able to wet the substrate. Metallographic analysis indicated that the microstructure of the braze consists of discrete CuOx precipitates in an alloyed silver-palladium matrix. In both the binary and ternary filler metal formulations, a reaction layer consisting of CuAlO2 was observed along the interface with the alumina substrate. This reaction product appears to be beneficial in promoting wetting by the remaining braze filler metal. However the formation of this layer is hindered as the concentration of palladium in the filler metal is increased, which appears to be the primary cause of poor wettability in these compositions, as indicated by the substantial amount of porosity found along the braze/substrate interface. Much of the wetting behavior of these three families of air braze filler metals is likely related to the Pd-Ag-CuOx pseudoternary phase diagram and in particular the apparent miscibility gap that lies within.Papers Submitted/Published During the 1st Quarter of FY20071. K. S. Weil, J. S. Hardy, and J. Y. Kim, “A new technique for joining ceramic and metal components in high temperature electrochemical devices,” Journal of Advanced Materials, 2 (2007) 89-92.
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