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SiC/SiC Composite –
Analysis of BN interlayer            (K. More, ORNL)

SEM and corresponding Auger elemental 
maps of B (red) and N (blue) and a 
combination map (magenta).

SEM and Auger survey spectra of the SiC
matrix, SiC fiber, and the BN interlayer.




