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UNUSUAL ENHANCEMENT OF DUCTILITY OBSERVED DURING EVOLUTION OF A DEFORMATION
WAVE IN 12Cr18Ni10Ti STAINLESS STEEL IRRADIATED IN BN-350 — M. N. Gusev, N. S. Silniagina,
I. S. Osipov, O. P. Maksimkin (Institute of Nuclear Physics, Almaty, Kazakhstan) and F. A. Garner (Pacific
Northwest National Laboratory, Richland WA USA)

OBJECTIVE

The object of this effort is to determine all modes by which irradiated stainless steels respond to stress-
induced deformation.

SUMMARY

Whereas most previous irradiation studies conducted at lower neutron exposures in the range 100—-400°C
have consistently produced strengthening and strongly reduced ductility in stainless steels, it now
appears possible that higher exposures may lead to a reversal in ductility loss for some steels. A new
radiation-induced phenomenon has been observed in 12Cr18Ni10Ti stainless steel irradiated to 26-55
dpa. It involves “a moving wave of plastic deformation” at 20-60°C that produces “anomalously” high
values of engineering ductility, especially when compared to deformation occurring at lower neutron
exposures. Due to the concentrated deformation occurring at the wave front, the wave moves much
faster than the mechanically applied strain rate. However, when strained at 120°C the moving wave is
not observed, indicating that the phenomenon operates at lower test temperatures.

Using the technique of digital optical extensometry the “true stress—true strain” curves were obtained. It
appears that the moving wave of plastic deformation occurs as a result of an increase in the intensity of
strain hardening, do/de(e). The increase in strain hardening is thought to arise from an irradiation-induced
increase in the propensity of the y—»>a martensitic transformation.

PROGRESS AND STATUS
Introduction

It is generally accepted that irradiation of stainless steels at temperatures of 100-400°C leads to a rapid
increase in strength and to a concurrent reduction in both uniform and total elongation during
deformation, a behavior that is clearly seen in “engineering” stress-strain curves and that is almost always
associated with early flow localization leading to necking [1, 2].

Using a technique called “digital marker extensometry”, however, we have shown recently that the stress-
strain deformation characteristics (true stress-true deformation) continue unchanged in the necking region
even though the remainder of the specimen no longer participates in the deformation process [3, 4].

Another well-accepted perception is that continued neutron exposure quickly leads to a saturation in
mechanical properties that remains unchanged until significant void swelling is attained [5-9]. It now
appears that this perception must be at least partially modified for relatively low irradiation temperature
and very high fluence exposure, especially for steels prone to martensite instability. In this paper we
demonstrate that the anticipated trend toward reduced elongation with increasing exposure is reversed at
relatively high neutron dose (26-55 dpa).

Experimental details

A hexagonal wrapper constructed from 12Cr18Ni10Ti steel was removed from two spent fuel assemblies
designated CC-19 and H-42 after irradiation in the reflector region of the BN-350 fast reactor. The
wrapper walls were 2 mm thick with face-to-face distance of 96 mm. The wrapper was formed with a final
cold deformation of 15 to 20%, followed by annealing at 800°C for an hour. The irradiation conditions of
the examined regions are shown in Table 1.
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Table 1. Position and irradiation conditions of investigated samples

Distance from the

center of the core, Irradiation
Assembly mm temperature, °C Dose, dpa
H-42 -300 290 13
CC-19 +500 423 26
CC-19 -160 310 55

Hexagonal cross sections of 10 mm height were cut at various elevations between +500 mm and —160
mm measured relative to the core center-plane. From these sections flat rectangular specimens of size
20x2x0.3 mm were mechanically produced. Subsequently, mini-tensile specimens with gauge length of
7-10 mm, width 2 mm and thickness 0.3 mm were produced by mechanical grinding and electrolytic
polishing to achieve the desired dimensions and surface quality.

Pneumatic grips were used for holding the specimen in an Instron-1195 tensile machine. Uniaxial tensile
tests on both unirradiated and irradiated specimens were performed at strain rates of 8.3 x 10° sec™, 8.3
x 10” sec™, and 8.3 x 10 sec”. Most samples were tested at 20°C, but some experiments were
conducted at elevated temperatures (up to 120°C).

A technique called “digital marker extensometry” was used which incorporates digital photo or video
recording of the specimen during deformation. The surface of the specimen was marked with small
(~0.3 mm) dots of dye in order to track the deformation on a local level. This technique was described in
an earlier report and is especially useful in observing highly-irradiated miniature specimens subject to
intense flow-localization [3, 4]. Application of this technique makes it possible to obtain the “true stress—
true strain” behavior for a miniature specimen, as well as to identify the localized deformation region and
to trace its evolving geometry during continuous deformation.

The first observation of the moving wave phenomenon was reported recently [10]. This current paper
reports on a wider variety of tests conducted to examine this newly discovered deformation mode.

Results

The measured values of strength and ductility are shown in Table 2 for different test temperatures and
applied strain rate. The data for strength agree well with most data found in the literature. The observed
plasticity in the H-42 assembly (13 dpa) also agrees well with typical literature values.

Table 2. Mechanical properties of investigated samples

Test

Assembly, Dose, temperature, Strain Go2, oB, Presence
level, mm dpa °C rate, s’ MPa MPa €u,% e1,% of wave
H-42 13 20 8.3x10™ 860 1060 <2 6-7 No
CC-19 +500 26 20 8.3x10™ 780 930 18 18.5 Yes
CC-19 +500 26 20 8.3x107 800 1030 48 48 Yes*
CC-19 +500 26 20 8.3x10° 790 950 21 215 Yes
CC-19 -160 55 20 8.3x10™ 960 1070 20 22 Yes
CC-19 +500 55 60 8.3x10™ 740 850 40 43 Yes*
CC-19 -160 55 120 8.3x10™ 940 980 ~1 <4 No

*Samples having two deformation waves are marked with a star.
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In Figure 1 the engineering diagrams of four irradiated specimens are shown. The unirradiated steel is
characterized by high ductility and high ability to strain harden with the ultimate strength, og, significantly
greater than the yield strength, co,. Following irradiation to ~13 dpa at 290°C the yield strength of
assembly H-42 strongly increases and a neck develops just after reaching the yield point. The uniform
elongation g, is very small (<2%) and the total ductility et falls to 6-7%.

Engineering stress, MPa

20
Engineering strain, %

Figure 1. Engineering curves for irradiated samples tested at 20°C (#1 — 13.2 dpa, #s 2, 3 — 26 dpa, #4 — 55 dpa,
(this curve was shifted to the right to avoid overlap). Curves 2 and 3 are at the same material and irradiation
conditions, with curve 2 showing a single-wave case, and curve 3 showing a double-wave case (see comments in
text). The curve designated “ini” is derived from an unirradiated specimen.

Based on current perceptions of saturation, one would expect that steel irradiated up to 55 dpa would
achieve deformations <6-7%, even in the absence of void swelling. However, ductility levels of 19 to
48% were achieved in specimens tested at 20-60°C. This result was confirmed by other tests to be
typical and not an anomaly. Note that after a small decrease in strength after yielding there is an
extended plateau without significant increase in load. When tested at 120°C, however, the ductility fell to
<4% and no moving wave was observed. Over the range tested there does not seem to be any
significant influence of strain rate (see Table 2, CC-19 assembly, +500 level).

As shown in Figure 2, a series of freeze-frame video images taken during tensile testing at 20°C of a 55
dpa sample shows that localized deformation initially forms near the upper gripper position, most likely
due to the stress concentration and triaxiality induced by the gripper. However, in contrast to irradiation
to lower doses, a neck did not develop at either 26 or 55 dpa. The localized deformation band instead
progressively extended its lower boundary, producing a moving deformation front (deformation wave) that
moved down the specimen. The wave moved along ~2/3 of the specimen length producing total
engineering deformation on the order of 20%. All of the deformation at a given instant appeared to occur
at the wave front with material behind or in front of the wave essentially not participating in the
deformation process.



83

N
(o)
~

—
(S
>

4

Fig. 2. Freeze frame images taken during deformation at 20°C of a specimen irradiated to 55 dpa.
Photographs have been digitally processed to increase the contrast. The boundary between the lighter
distorted and darker undistorted areas moves downward with time. Elongated dots behind the boundary
also show the local distortion. Arrows on photos 4 through 7 show the second later-developing and
immobile neck.

Due to the concentrated deformation occurring at the wave front, the wave moves much faster than the
mechanically applied strain rate. For example, in the 55 dpa specimen tested at 20°C the wave front
moved at ~0.04 mm/sec while the applied strain rate was only 0.008 mm/sec.

In some cases two deformation waves occurred on a specimen as illustrated in Figure 3. These waves
started near each grip and progressed in opposite directions. Usually the second wave begins just after
the first wave stops. There was one example, however, where simultaneous movement of two waves
was observed. Two waves produced the highest total engineering deformation of 40-48%. In no case
was the second wave observed to pass through the terminal position of the first wave.

T anilll

Figure 3. Schematic illustrations of deformation waves for single-wave (left) and double-wave (right)
cases. Single wave starts moving from one grip and stops about 2/3 of sample length in both cases.
Shortly after the first wave stops the second wave starts from the other grip. In the two-wave case there
is no undeformed space remaining on the specimen.
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Figure 4 shows the distribution of local deformation over length of a 55-dpa specimen as the test
progressed. An abrupt increase in local deformation from zero up to 30 to 35% was observed at the
moment the front passed that point. Failure with local deformation exceeding 60% occurred very near to
the original place where the deformation wave appeared.
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Figure 4. Distribution of local deformation along the length of the specimen irradiated to 55 dpa at various stages of
the experiment.

Discussion
The condition for occurrence and development of localized deformation of the neck is [8, 9]
do/de <o, (1)

which can be rewritten in more convenient form:

do/de —c <0 (2)
One can show that localization of deformation in compliance with a given condition starts at the moment
when local strain hardening can no longer compensate for geometrical “softening” which occurs as a
result of a decrease in the specimen cross section.

It was earlier shown by Byun [11] that for Cr-Ni steels the localized deformation occurs at a stress value
c.~900 MPa and this value only weakly depends on damage dose. For samples investigated in this study
the yield stress exceeds 900 MPa (cg2>6.), so localization of deformation occurs immediately after the
yield stress is reached.

It's clear that for cessation of local neck formation and displacement of the deformation into neighboring,
less deformed space, the law which governs hardening must be altered, i.e., it is necessary that relation
(2), on achieving a certain extent of deformation, becomes invalid. As a rule this does not happen in
either unirradiated or neutron-irradiated pure metals, where do/de always decreases as the strain
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increases (see unirradiated curve labeled ini in Figure 5). If Luders bands are formed, as observed in
pure iron, then an exception to this situation occurs.
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Figure 5. Curves of “o—¢” (1, 2, ini) and “do/de-¢” (3, 4) for unirradiated 12Cr8Ni10Ti specimen (ini) and also for 26
dpa (2, 4) and 55 dpa (1 ,3) specimens. The dimensionless scale for do/de-¢ is defined as the true stress value
divided by 1000 MPa.

Figure 5 presents “stress-deformation” curves obtained using the marker extensometry technique. Note
that in 12Cr18Ni10Ti at 55 dpa the initial stage of deformation is close to that of 08Cr16Ni11Mo3 at ~15
dpa. Almost immediately on reaching the yield point, do/de-¢ reduces to negative values, and the neck
develops. However, in contrast to other materials we have studied, at local deformations of ~25 to 30% a
smooth upward trend is observed in the “c-¢” curve. As do/de increases the value of “do/de-¢” becomes
positive, indicating that strain hardening is increasing strongly.

Apparently it is the increase in do/de that leads to suppression of development of a local neck, thereby
displacing the deformation source to neighboring, undeformed space, generating the deformation wave.
We consider it to be very significant that the second late-forming deformation band could not move
through the previously deformed region. It is also significant that at the front of the wave local
deformations are very large at >30%.

One potential source of the wave phenomenon is the y—a martensitic transformation. This low-nickel
steel is known to be very sensitive to strain-induced martensite formation, especially during low
temperature deformation, and to increase in propensity toward martensite with radiation-induced
hardening and radiation-induced segregation [12, 13]. The fact that this behavior occurs at higher
exposures but not at lower doses where saturation of strength had already occurred may reflect some
second-order effect such as the progressive transmutation-induced loss of Mn or build-up of V, [14] or the
progressive radiation-induced segregation of some other chemical elements. Nickel, in particular is
known to segregate at microstructural sinks and chromium migrates away from these same sinks.

Increases in deformation speed from 8.3x10°s™ to 8.3x107s™ (i.e., two orders of magnitude) might be
expected to influence the formation of a deformation wave via strain-induced temperature increases,
especially if a martensite transformation is occurring, a process known to be temperature-sensitive.
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However, such an effect was not observed in this limited series of tests. It is significant, however, that at
8.3x10™*s™ an increase in test temperature from 60 to 120°C led to a cessation of wave behavior.

Similar deformation behavior involving an increase in intensity of strain hardening has been observed in
this same steel in the unirradiated condition during deformation at cryogenic temperatures [15]. Intense
martensitic transformation was cited as the cause, but the digital marker extensometry technique was not
used so it is not certain whether a deformation wave was associated with this behavior.

The possibility exists that this phenomenon may have been observed but not fully appreciated in an
earlier study by Lapin and coworkers on this same steel when it was tested at 20°C after irradiation at
100-300°C [16]. They observed a tendency for elongation to exhibit a minimum at relatively low dpa
levels and then tend to increase at higher dose. There were no observations made of the mode of
elongation or details of the specimen post-tensile morphology, however.

Conclusions

A new radiation-induced phenomenon has been observed in steel 12Cr18Ni10Ti irradiated to 26 and 55
dpa. It involves “a moving wave of plastic deformation” at 20-60°C that produces “anomalously” high
values of engineering ductility, especially when compared to deformation occurring at lower neutron
exposures or for more stable steels. Using the technique of digital extensometry the “true stress —true
strain” curves were obtained. It appears that the moving wave of plastic deformation occurs as a result of
an increase in the strain hardening coefficient, do/de(¢). The increase in strain hardening is thought to
arise from an irradiation-induced increase in the propensity of the y—a martensitic transformation.
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