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COMPILATION AND PRELIMINARY ANALYSIS OF A IRRADIATION HARDENING AND
EMBRITTLEMENT DATABASE FOR 8Cr MARTENSITIC STEELS—T. Yamamoto, G. R. Odette, H.
Kishimoto (University of California, Santa Barbara), and J. W. Rensman (NRG, Petten)

OBJECTIVE

The objective of this work is to develop and analyze a database on irradiation hardening and
embrittlement of = 8Cr martensitic steels.

SUMMARY

Data on irradiation hardening and embrittlement of 7-9Cr normalized and tempered martensitic steels
(TMS) has been compiled from the literature, including results from neutron, spallation proton (SP) and
He-ion (HI) irradiations. Limitations of this database are briefly described. Simple, phenomenological-
empirical fitting models were used to assess the dose (displacement-per-atom, dpa), irradiation
temperature (T;) and test temperature (T,) dependence of yield stress changes (Ao,), as well as the
corresponding dependence of sub-sized Charpy V-notch impact test transition temperature shifts (AT,).
The Ao, are similar for SP and neutron irradiations, with very high and low helium to dpa ratios,
respectively. The Ao, trends were found to be remarkably consistent with the T, and dpa hardening-
dependence of low alloy steels irradiated at much lower doses. The similar T; and (low) dose dependence
of Ac, and AT, as well as an analysis of paired AT.-Ac, datasets, show that embrittlement is dominated
by a hardening mechanism below about 400°C. However, the corresponding hardening-Charpy shift
coefficient, C, = AT/Ac, = 0.38+0.18 is lower than that for the fracture toughness reference temperature
(= 0.57+0.1), indicating that sub-sized Charpy tests provide non-conservative estimates of embrittlement.
The C, increases, or sometimes even takes on negative values, at T; = 400°C, indicative of a non-
hardening embrittlement (NHE) contribution. Analysis of limited data on embrittlement due to thermal
aging supports this conclusion, and we hypothesize that the NHE regime is shifted to lower temperatures
by radiation enhanced diffusion. Possible effects of helium on embrittlement are addressed in a
companion report.

PROGRESS AND STATUS
Introduction

An important objective for the fusion materials community is to develop a high quality database on the
effects of irradiation on the constitutive and fracture properties of 7-9Cr normalized and tempered
martensitic steels (TMS). This report focuses on changes in the tensile yield stress (Ac,) and irradiation
embrittlement characterized by transition temperature shifts (AT,) measured in sub-sized Charpy V-notch
impact tests. A high quality database is needed to develop predictive models of the changes in Ao, and
AT, (and other properties) as a function of the combination of all significant metallurgical and irradiation
variables. The metallurgical variables include the start-of-life alloy composition (wt%), microchemistry and
microstructure, including the effects of thermo-mechanical processing treatment (TMT). The primary
irradiation variables include irradiation temperature (T;) and the neutron flux (¢), energy spectrum [¢(E)]
and fluence (¢t). The neutron irradiation variables and are best represented in terms of the total and rates
of production of damaging species, including for displacements-per-atom (dpa), helium, hydrogen and
solid transmutation products (appm). Post-irradiation testing and data analysis variables are also
significant. For example, Ac, depends on the test temperature (T,, °C) and Ac, depends on the strain rate
(e’, s7). Ultimately a comprehensive and high quality database will be analyzed with physically based,
multiscale models [1-3]. Such models will sequentially relate: a) the primary variables to microstructural
evolutions; b) the effects of these evolutions on fundamental structure-sensitive constitutive and local
fracture properties; c) and the consequences of changes in these fundamental properties to more
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complex engineering properties, like AT, (and shifts in fracture toughness reference temperatures) [1-3].
In the interim, simpler phenomenological-empirical models and physically motivated correlations will be
used analyze the growing database.

There have been many irradiation studies aimed at contributing to such a database. Among the most
notable are the International Energy Agency (IEA) round robin project on the Japanese F82H steel [4,5],
as well the large program in Europe currently focusing on various heats of the Eurofer steel [6-8]. There
are also other data based on irradiations of TMS with spallation protons (SP), which generate very high
levels of helium and hydrogen [9-13]. Other pertinent data includes accelerator based ion irradiations,
including with high energy He-ions (HI) [14,15]. In this report, we summarize the preliminary results of an
ongoing effort to tabulate and analyze existing Ac, and AT, data on TMS. One objective was to gain a
practical, working knowledge of what is required in a mechanical property database to make it functionally
useful and of ‘high quality’; and to assess the state of the existing data in this context. A second objective
was to carry out a simple preliminary analysis to gain insight on the variables that control A, and AT...

Our analysis addresses several specific issues.
= Thedpa, T, T, (for Ac,) and metallurgical variable dependence of Ac,and AT,.

= The relation between Ao, and AT, to characterize hardening and non-hardening induced
embrittlement.

= The reliability of Charpy-based AT, as a surrogate for fracture toughness reference temperature
(T,) shifts (AT,).

= The possible role of irradiation induced or enhanced non-hardening embrittiement (NHE)
mechanisms on AT,.

Possible effects of helium on embrittlement are addressed in a companion report [16].
Compilation of the Existing Irradiation Hardening and Embrittlement Data

Detailed descriptions of the development of a computer accessible database will be provided in the
future. Most of the data is for neutron irradiations, but we also include a significant body of results of
spallation proton (SP) irradiations, which generate from = 60 to 150 appm He/dpa, as well as limited data
from high energy He-ion (HI) irradiation studies implanting up to 5000 appm He. Currently, the database
consists of 821 entries for determining Ao, and 546 entries for determining AT.. However, not all of the
hardening and embrittlement data entries contain sufficient ancillary information to be useful in our
analysis.

We first established a set of variables and parameters for each Ao, and AT, entry that are needed in a
database for it to be useful. Basically, it is necessary to have comparable baseline and irradiated data
and to know the details of': a) the metallurgical variables including alloy composition and TMT processing
history; b) the irradiation variables and their history; c) the descriptions of the test procedures and
methods used to reduce, analyze and parameterize the data. Of course, it is also important to
characterize uncertainties, assumptions and any possible biases in these variables, methods and
parameters. There are also often complexities in an experiment that are important to know, such as
planned and unplanned variations in T;. Based on these criteria, it is necessary to conclude that the

Chemical composition, normalizing-tempering temperatures and times, hot/cold work strains; specimen size, geometry, orientation,
test temperature, strain rate; irradiation source, dpa dose and dose rate, irradiation temperature, He and H; baseline versus post
irradiation tensile (oy, o, oy, &, &, RA), Charpy (DBTT, USE, o,4) — all with uncertainties.
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existing data do not yet comprise a high quality and optimally useful database. A partial list of limitations
we found is as follows:

= In some cases there was incomplete and uncertain characterization of the alloy and poorly
defined pairs of baseline and irradiated data sets.

= Most often there was no indication of uncertainties in key variables, that are known to often be
poorly defined, or even biased, particularly T,.

= Often there is no reported assessment of possible uncertainties or bias in the test measurements
and data reduction-parameterization procedures. This is a particular issue for the AT, that often
were deduced from a small and, indeed, often insufficient number of specimens.

Due to such limitations, the analysis presented below provides only a systematic, first-iteration
assessment of the relations of Ao, and AT, to dpa, T, T, and metallurgical variables. Since many different
alloys have been irradiated under very different irradiation conditions it is necessary to reduce the number
of independent variables to make the analysis tractable. This is discussed in the next section.

Preliminary Data Analysis [4-15,17-64]

We first carry out an analysis involving a minimum number of reduced independent variables. Thus it is
necessary first to define broad alloy categories and T, bins to make the analysis tractable. The lumped
data are naturally very scattered, but statistical fits can still be used to establish broad, common trends in
Ac, and AT, as a function of dpa, T, and T,. Predicted minus measured residual plots, including those for
other potential variables not included in the primary fits, can then used to identify inaccuracies and biases
in the first-iteration model. The first-iteration model can also be used to adjust the data to a common set
of dpa and/or T, conditions. We divided the alloys into four broad categories: a) F82H; b) Eurofer; c) other
9CrW steels containing 1-2%W; and d) 9CrMo steels containing 0.5 to 1.5%Mo. Except at the lowest and
highest irradiation temperatures, the T; binning, described below, generally ranged from about +15 to
+25°C around the nominal value. These T, bins are on the order of the corresponding irradiation
temperature uncertainties. In general, the SP irradiation data have larger uncertainties in T,. The test
temperature T, is also a very important variable. Most often the Ao, data is reported for T, = T, or T, =
25°C, and sometimes both. The Ao, generally decreases with T,. Thus, we analyzed available datasets to
quantify this effect. However, since there is much more available data, the Ao, results presented in this
Section are for nominally T, = T,, except for T, < 220°C, where most of the data is for T, = 25°C. In a few
cases where only T, # T, data are available, the data for T, = T; + 40 °C were also included.

Analysis of the Ac, Data [7,9-12,14,17-44]

A useful general fitting expression for Ao, is
AG, = Ac,[1-exp(-dpa/dpa,)]’ + Ao, (1)

Here Aoy is a saturation hardening, dpa, specifies the dose transient prior to saturation, and p is an
effective dispersed-barrier hardening exponent. The constant hardening increment, Ac,, allows for either
a) a very rapid, but saturating, low dose hardening mechanism; or b) a threshold dose for the initiation of
hardening. The saturating form of Equation 1 can be physically related to the depletion of solutes, in the
case of a precipitation hardening mechanism, or an excluded volume effect in the case of the
accumulation of displacement damage-type defects. The initial rate of hardening is characterized by
Ao,/dpa,’.
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More complex forms and detailed physical models could be used, but they must be based on
comprehensive microstructural observations and more detailed mechanistic understanding and models
than are within the scope of this initial report. In the case of simple dispersed barrier hardening with one
type, size and strength of hardening feature, and with a number density that initially increases linearly
with dose, p = 1/2. This is the so-called Makin and Minter model [45,46]. However, p may deviate from a
value of 1/2 for a wide variety of reasons. These include combinations of increases in the size of a fixed
number of features, size-dependent feature dislocation obstacle strength, distributions in the number,
sizes and strengths of features and superposition of the strengthening contribution of various features.
However, in view of the limitations of the present database, and the desire to make cross-comparisons
between alloy classes and at different T, we sought simplicity and consistency in the first-iteration fitting
form, rather than additional complexity. Thus, we fixed a value of p = 1/2 and Ag, = 0. Note that this fitting
expression has the advantage that low dose data can be used to obtain good estimates the combined k =
AoyS/\/dpao fit parameter, even in the absence of high dose data. Thus broad trends in the Ac,s and dpa,
can then be used in such cases to derive a self-consistent model.

Figure 1a to g shows plots of Ao, versus Vdpa for T, bins of: a) 25-220°C (nominal 120°C); b) 250-280°C
(nominal 265°C); c¢); nominal 300°C, d) 300-360°C (nominal 330°C); e) 365-390°C (nominal 380°C); f)
400-440°C (nominal 420°C); g) and > 440°C.[4,7,9-12,14,17-44] The black solid lines are Ao, = C.Vdpa
fits for the low dose data (note, C, = k) and the black solid-double-dashed lines are the fits for the
saturating form given in Equation 1 with p = 1/2 and Ao, = 0. The neutron, SP and Hl irradiation data are
shown as filled symbols, open diamonds and crosses respectively. The symbol colors are used to code
the alloy class with red, blue and green for F82H, 9Cr-W and 9Cr-Mo alloys, respectively. The first-
iteration fits are for neutron and SP irradiations of all the alloys in each of the nominal T, bins.

Figure 1a shows the results for T; < 220°C. The majority of the data is for SP irradiations of 9Cr-1Mo
steels. The scatter bands for the SP and neutron irradiations overlap. Farrell reported that the heavy
purple dashed line shown in Figure 1a, which falls near the top of the SP irradiation scatter band,
provides a good fit for both the SP neutron data for irradiations in the High Flux Isotope Reactor at doses
between = 0.05 and 1 dpa [34]. The dashed box distinguishes the SP irradiations producing = 150 appm
He/dpa from cases with lower He/dpa ratios from = 60 to 80 appm He/dpa. The Ac, data at the higher
He/dpa tend to fall on the high side of the SP irradiation scatter band, and hardening continues to a
higher dpa in this case. Except for this single high helium SP irradiation data point, however, both the
neutron and SP irradiation hardening appears to be saturating at Ao, = 346 MPa at a low dpa, = 0.7 dpa.
The single HI irradiation Ao, data point, with a high He/dpa ratio = 6300 appm/dpa, falls substantially
above the scatter bands for both the SP and neutron irradiations.

In the case of T, = 265°C, shown in Figure 1b, most of the data is for neutron irradiations, except of the
highest dose data for SP irradiations to = 9 dpa. The latter was used to fit the saturating form for Agc,,.
Saturation occurs at a higher dpa, = 4.5 than for the T, = 120°C irradiations. There is not a large and
systematic difference in the Ao, for the various alloys classes. The nominal saturation Ao, = 419 MPa, is
actually slightly higher at 265°C compared to the lowest T,. The hardening rate for HI irradiations is again
substantially higher than for neutrons.

The data shown in Figure 1c is based on a recent set of neutron irradiation Ao, data reported by Rensman
[8] for a narrow range of T, = 300°C. The data for various T, have been adjusted to a common value of
300°C using a relation also derived by Rensman [8]. The 9Cr-W data in this case are for various heats of
Eurofer. Although limited to doses less than 10 dpa, the 300°C results constitutes a very high quality
dataset and can be considered a lynchpin for other parts of the database and analysis. While the dose
does not reach saturation levels, the data are sufficient to provide good estimates for both Ao, = 489
MPa and dpa, = 6.8 dpa. As shown below, this Ao, is higher than at any other T, but both the Ac,, and
dpa, are reasonably consistent with extrapolations of the trends at higher and lower T,. The heavy dashed
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Figure 1. The Vdpa dependences of Ao, for the temperature bins, (a) 25-220 °C, (b) 250-280 °C, (c)
300 °C, (d) 300-360 °C, (e) 365-390 °C (f) 400-440 °C and (g) > 440 °C.[4,7,9-12,14,17-44]
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blue line show an extrapolation of the typical hardening predicted for low Cu (< 0.07%) low alloy (C-Mn-
Si-Mo-Ni) quenched and tempered bainitic RPV steels irradiated at =~ 290°C to a much lower maximum
dpa of < 0.06 dpa, is in remarkably good agreement with initial Ao, trend for the TMS in the dose range up
to a few dpa.

With the exception of two spallation proton irradiation data points the Ac, at T, = 330°C shown in Figure
1d are for neutron irradiations. Note, this dataset also includes some F82H and Eurofer data previously
reported by Rensman. There is an apparent trend towards saturation at a larger dpa, = 8.0 dpa than at
both T, = 265°C and 300°C. In general the Ao, data for the 9Cr-1Mo alloys fall above the hardening in the
F82H and 9Cr-W alloys, with the SP irradiation data lying near the lower bound of the scatter band for this
steel class. In this case, the nominal saturation Ao, = 403 MPa is lower than that for both the 265 and
300°C irradiations.

As shown in Figures 1e and f, the data is sparser at T, = 380°C, but, in this case, extend to a significantly
higher dpa for the irradiations which were carried out in fast reactors. The Ao, = 112 MPa at T, = 380°C
and = 37 MPa at 420°C are much less than for the lower T,. There is no low dose data in the transition in
these cases to evaluate dpa,. Thus we used extrapolations of the trend in Aoys/w/dpao from lower T, to
estimate dpa, in this case. The Ao, for the 9Cr-1Mo alloys are again higher than for the other steels (note,
there is no F82H data at T; = 380°C). There is a tendency towards modest softening (Ac, < 0) at T; >
440°C. Much higher hardening is observed for the Hl irradiations at both T; = 420 and > 440°C.

Clearly, the reduced variable datasets are highly scattered. However, this is not surprising since, there
are both a variety of sources of uncertainty and potential biases in the data, which represent different
alloys, irradiation particles and a range of T; and T, within the various data groupings. However, in spite of
the scatter, the fits can be used to establish broad trends in the database. Cross-plots of the fitting results
as function of T; are shown in Figure 2. Figure 2a plots the initial hardening rate coefficient k = Aoy/w/dpao,
the Ao, at 2 dpa and the saturation hardening, Ao,.. The T;-dependence of the Ao, parameters decreases
with increasing dose below T; = 300°C, but remains strong at higher T, even for Ao,. The heavy red
dashed lines show a temperature dependence predicted by a relation

Ao,(T) = f(T)Ao,(T,) (2)

Here f(T) is a function independently derived by Jones and Williams for very low dose irradiation
hardening of both C-Mn ferritic and RPV bainitic steels [67]. The reference temperature, T,, at f(T,) = 1 is
taken as 300°C. The agreement between the predictions based on data fit for very low dose ferritic and
bainitic steel irradiations and the trend for much higher dose Ao (T;) data for TMS is striking, and lends
considerable confidence to the results of the analysis shown in Figure 2a. Figure 2b shows that saturation
dose parameter, dpa,, increases systematically with increasing T, up to = 330°C, and then apparently
decreases at higher T;. Due to the paucity and scatter in the data, the estimates of Ao, (at lower T;) and
dpa, (at higher T), are very uncertain, but generally follow systematic and reasonably self-consistent
trends.

As noted above, Rensman has suggested that the effect of test temperature and also be treated by a
dose-independent adjustment factor, g(T,) = A o,(T,)/Ac,(25°C) that he derived from his T, = 300°C
database [8]. This g(T,), is shown Figure 3 along with the corresponding g(T,) for sets of

Ac,(T,) in our database. The data are restricted to T, = T; + 50°C to avoid excessive damage annealing.
The results scatter around the Rensman’s g(T,) but yield a similar mean trend shown by the dashed least
squares fit line.

Figure 2 constitutes a first-iteration model for Ao (dpa,T;) for T; = T,. Interpolations of the k and dpa, the
between the nominal T; can be used to adjust the individual data to a common set of conditions. The
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results of adjusting the Ao, for the irradiations between T, = 250 and 360°C to a common T, = T, = 300°C
are shown in Figure 4. While there is considerable scatter, Equation (1) can be fit to the individual alloy
subsets of data. The average dpa, = 7.7 +[2.8 dpa for 9CrW, 9CrMo and Eurofer 97 was used to fit the
F82H data. The standard deviation between the measured and predicted values is =~ 64, 64, 56 and 54
MPa for F82H, 9CrW, 9CrMo and Eurofer97, respectively. The, adjusted F82H data deviate most from the
assumed fitting form. The limited SP irradiation Ac, appear to fall below the neutron irradiation trends, but
this is probably an artifact of the analysis. Further refinement of the model, in part based on analysis of
the residuals, will be carried out in the next reporting period. In summary, irradiation hardening can be
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described by a saturating function of the Vdpa that is characterized by a saturation hardening, Aoy, and a
saturation dose parameter, dpa,. The Ao, peaks at = 490 MPa at T, = 300°C. The saturation Ao
depends weakly on T, at less than = 300 °C, but decreases rapidly at higher temperatures, with softening
observed at T, > 440°C. The saturation dose parameter, dpa,, increases up to =~ 330°C, but also appears
to decreases at higher T,. The low dose range irradiation hardening trends in the TMS are remarkably
similar to those observed for very low dose irradiations of ferritic (C-Mn-Si) and low alloy (C-Mn-Si-Mo-Ni)
bainitic RPV steels. The SP Ao, are similar to or less that for neutron irradiations, at least for T, between
250 and 360°C. The Ao, also decreases with increasing T,, in a way that can be approximately accounted
for with the adjustment factor shown in Figure 3. Finally, there are systematic differences in the Ao, trends
for the various alloy classes that will be assessed in more detail in the future.

Preliminary Analysis of the AT, Data [4.7,36-59]

We carried out a similar analysis of AT, as a function of dpa and T,. However, in this case, the alloy
classes were analyzed separately, since there were more significant differences between the various
steels and a common T, binning was not as useful. The data, which in most cases were very scattered,
could be reasonabily fit using a simpler function

AT, = CVdpa 3)

The AT, versus Vdpa data and C, fits are shown in Figure 5a to ¢ [4,7,36-59]. Note, these plots do not
include the complete database assembled by Schneider and co-workers [60] on a variety of 9Cr-W steels,
including some alloys with Ni additions, as well as F82H. This large database is currently being analyzed
great detail. The analysis will be completed during the next reporting period. However, preliminary results,
pertaining to the possible effect of He on NHE, are discussed in a companion report [16]. Figure 6 shows
a cross plot of C, from the fits in Figure 5 as a function of T,. The 9Cr-Mo and F82H alloys show the
lowest and highest C,, respectively, with the 9Cr-W steels generally falling between, but closer to F82H.
The T, dependence of the C, is in reasonable agreement with the corresponding T-dependence of the
average hardening rates up to 2 dpa shown as dashed color-coded lines multiplied by AT /Ao, conversion
factors of = 0.18, 0.3 and 0.36°C/MPa for the 9Cr-Mo, 9Cr-W and F82H, respectively Notably, these
values of AT /Ao, are much less than the AT /Ao, = 0.57+0.1°C/MPa found in for fracture toughness
reference temperature shifts [1]. In the case of F82H, a significant AT, persists in the T; > 400°C, when
irradiation hardening is minimal or when softening is observed. Note that high, and even negative values,
of AT /Ao, are also observed in the Schneider database for T, = 450°C.

Figure 7 plots the available paired AT, and Ao, datasets, including results from the preliminary
assessment of Schneider database. In the latter case, the Ao, is based on measurements of changes
dynamic yield stress. Figure 7a shows the results for T; < 400 and Figure 7b is for T; = 400°C. Where
possible, the Ao, are for T, = 25°C. However, the T, = 25°C data is limited for static

tensile test measurements of Ac,, and the open symbols are for cases when only T, = T; are available.
The lines show the nominal and + one standard deviations fits for static tensile data only. Note the data
with Ac, < 0 are not used in these fits. Once again, the data are highly scattered. The fitted AT /Ao, are =
0.38+0.18°C/MPafor T, < 400 and 0.75+0.44°C/MPa for T, = 400°C bin. Schneider’s database also
showed similar trends with AT /Ao, = 0.41 £ 0.17 °C/MPafor T, < 400 and 0.75+1.07°C/MPa for T, =
400°C bin. These results are consistent with the trends observed for F82H and the 9Cr-W steels in Figure
5, showing that AT,/Vdpa persists above 400°C when Ao, = 0 or is even < 0. Thus again the AT /Ao, for T,
< 400°C are much lower than the AT /Ao, = 0.57+0.1°C/MPa for the corresponding fracture toughness
reference temperature shifts [1].

These results lead to two very important conclusions:
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Figure 5. The Vdpa dependence of AT, for (a) F82H, (b) 9Cr-W and (c) 9Cr-Mo steels. [4,7, 36-59]
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The AT /Ao, irradiations at T; < 400°C are generally less than the corresponding fracture
toughness indexed AT,/Ac, shifts. Thus the AT, from sub-sized Charpy tests are probably non-
conservative, and may seriously underestimate the potential of martensitic steels to experience
severe irradiation embrittlement. Assuming a nominal AT,/Ac, = 0.6+0.1°C/MPa and a maximum
Ac, = 600 MPa leads to an estimated AT, = 360+60°C. In a companion report we show that the
AT /Ao, hence presumably AT /Ac, as well, may be even larger for steels containing high levels
of He, which would likely result in unacceptable AT,

The AT /Ao, are larger for irradiations at T, = 400°C; and in some cases AT;> 0 for Ao, < O,
indicating a contribution of NHE.
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Figure 7. AT vs. Ao, plots from paired datasets from (a) T, < 400 and (b) T, = 400 °C.
[8,15,19,21,25,29,32,36-38,40,41,43,44,46,50,52,54,55,57,59-64]

Non-Hardening Embrittlement

The persistence of AT, to higher temperatures and large or negative values of AT /Ao, signal a non-
hardening embrittlement (NHE) contribution. There are several potential sources of NHE that occur
primarily at higher temperatures under thermal aging conditions, including some that may also be
assisted by irradiation:

Precipitation (Laves) and coarsening (carbides) of brittle grain boundary phases that act as
cleavage ‘trigger-particle’ or brittle grain boundary fracture paths.

Grain boundary segregation of trace impurities, such as P, and/or depletion of beneficial elements
like C.

Instabilities in the dislocation and lath-packet substructures leading to larger effective subgrain
sizes.

Development of damage, particularly on grain boundaries, in the form of microcracks, gas
bubbles and creep cavities. The potential for NHE by high concentrations of helium are discussed
in a companion report.



110

= High concentrations hydrogen is a major source of NHE. One manifestation of such hydrogen
embrittlement (HE) in steels is associated with the reduced cohesion of grain boundaries where it
is segregated to much higher concentrations than in the bulk. HE is enhanced by high strength
levels, hence may be synergistic with irradiation hardening.

NHE due to precipitation and solute segregation can result from by radiation-enhanced diffusion (RED)
and radiation induced segregation (RIS). Further, excess fluxes of point defects enhance structural
instabilities, like dislocation recovery. In particular, the diffusion controlled, lower leg of a time-temperature
AT, C-curve is shifted to lower temperatures by RED. The T, corresponding to a bulk RED coefficient (D*)
under irradiation that is the same as the thermal diffusion coefficient (D,) at the higher aging temperature
T, can be estimated from

T = T,{1-[RT,/Qq]in(r)} (4)

Here Q, is activation energy for thermal diffusion and r is the D*/Dy, ratio at T,. Assuming a reasonable
value of r = 10* at a dose rate of 3x107dpa/s and Q4 = 300 kJ/mole, T, = 405°C for T, = 600°C. The NHE
kinetics would be further accelerated if irradiation enhances other rate limiting steps like nucleation or
dissolution. Note, however, the effects or RED on grain boundary dominated transport processes are
likely to be less significant and have not been modeled. Further, NHE associated with RED processes
like precipitation are bounded by factors such as solute depletion, or may transform to slower kinetics, like
coarsening versus growth of a brittle phase.

The limited data on thermal embrittlement of 7-9Cr martensitic steels [68-72] is summarized in Figure 8 as
a plot of AT, versus t, for various alloys and T,. Notably, significant AT, are observed for aging = 10000h
in the T, range from 500 to 650°C. As expected, AT, increases with t, and T,. The apparently linear
increase with t, and the rather modest T,-dependence are not understood. This NHE due to thermal aging
is probably due to precipitation of brittle Laves (nominally Fe,W) phases on the grain boundary. Thus, as
expected, the alloy JLS-2 with 3%W has a somewhat larger AT, compared to F82H with 2%W. The
legend in Figure 8 also shows the equivalent temperature under RED conditions based on Equation 4
and the parameters cited above.

Figure 9 plots an embrittlement time (or inverse rate) parameter In(t,/AT,) versus T, for the F82H alloys.
The dashed line shows the prediction of Equation 4 and associated parameters described for the effect of
RED. The star symbols show the corresponding embrittlement rate for the irradiated data shown in
Figure 4 at = 400 and 500°C for a dpa rate of 3.5x107/s (= 10 dpa/yr). The NHE data in Figure 9 is in
reasonable agreement with the predicted effect of RED, but has a temperature-dependence that is
opposite to that predicted by the simple model. In part, this may be due to ignoring a contribution to AT,
from irradiation hardening at 400°C and possible softening effect at = 500°C. However, these results do
indicate that significant AT, associated with irradiation enhanced NHE processes can be expected at T; >
400'C. While such NHE may or may not itself be a major problem, it will be likely to interact
synergistically with other hardening and NHE mechanisms, potentially producing large AT..

NHE is most often accompanied by a transition from transgranular cleavage fracture (TGC) to
intergranular fracture (IGF) along weakened prior austenitic grain (or other) boundaries. As discussed
elsewhere [1], the transition to IGF can be conceptually linked to gradual decrease of a critical grain
boundary fracture stress o, to the point where it falls below the critical stress, o*, for TGF. Developing an
IGF AT, model will be pursued during the next reporting period.
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Figure 8. Charpy AT, versus aging time t, and temperature, T, [68-72]. The second entries are estimates
of the equivalent temperatures accounting for RED, assuming a dose rate of 3x107dpa/s and Q4 = 300
kd/mole.
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Figure 9. The embrittlement time (or inverse rate) parameter In(t,/AT,) versus T, for F82H alloys. The
dashed line shows the prediction of Equation 4 and associated parameters described for the effect of
RED. The star symbols show the corresponding embrittiement rate for the irradiated data shown in
Figure 4 at = 400 and 500°C assuming a dpa rate of 3.5x107/s (= 10 dpa/yr).
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Discussion, Summary, and Conclusions

This initial report on developing and analyzing a comprehensive database on irradiation effects on the
mechanical properties of =<8Cr TMS should be viewed as a first step and work in progress on a long-term
effort. However, the preliminary evaluation of the T, and dpa-dependence of irradiation hardening, Ao,
and embrittlement, AT, has provided considerable insight that will help guide future research. First, it is
clear that the existing database is not sufficient. Future, experiments must strive to avoid uncontrolled
variables and confounding variable combinations, as well as providing sufficient detail to be compatible
with inclusion in a high quality database. These details should include explicit estimates of uncertainties in
key parameters, such as the irradiation temperature, T,.

In spite of the limitations in the database, however, our analysis provided a first-iteration empirical model
of the dpa, T; and T, dependence of Ao, and AT.. This model will be refined in the future, but
demonstrates that very large Ao, approaching 600 MPa can be anticipated at high dose at T, around
300°C at lower T, that are pertinent to embrittlement. There appear to little or no systematic differences
between hardening produced by spallation proton (SP) and neutron irradiations with very high and low
He/dpa ratios, respectively. Our analysis also shows that embrittlement is dominated by hardening below
T, = 400°C. The hardening-shift coefficients, C, = AT /Ac,, for sub-sized Charpy tests are lower than for
fracture toughness reference temperature shifts, AT,. Thus AT, is a non-conservative measure of
embrittlement. Clearly, future irradiation experiments must focus on establishing a comprehensive AT,
database as well as for other fracture toughness properties, like ductile tearing resistance.

Our analysis also suggests that a non-hardening embrittlement (NHE) contribution to AT, occurs at T; >
400°C. The NHE can be rationalized on the basis of decreases in temperatures normally associated with
embrittlement due to thermal aging at temperatures > 500°C, possibly due to radiation enhanced diffusion
(RED). While probably not a major issue per se, such NHE may act synergistically with hardening and
other NHE mechanisms, such as those due to high concentration of H and He. The potential effects of He
on NHE are addressed in a companion report.[16] NHE is generally associated with a transition from
transgranular cleavage (TGC) to intergranular fracture (IGF). However, previous fractography studies to
characterize such transitions have been very limited and must be a major focus of future work.

Future Research

Research during the next reporting period will focus on continued development and analysis of the
database. This includes completing the analysis of the large Schneider AT, database and extending our
recent work on developing a database on fracture toughness. We will also continue to develop
micromechanical mechanical property models for analysis and application of the growing database.
Finally, we will initiate an effort to develop a complementary microstructural database.
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